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Geochemical

Lab Report

Bondar-Clegg. Inc.

625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31914.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN

Cl TENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON 
DATE PRINTED: 3-OCT-89

NUMBFR OF LOHER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 17 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 17 2 -150 17 ASSAY PREP 17

SAMPI F PICKUP/MILE 1

REMARKS: SAMPLES R89-577 15-20 THROUGH 3(1-35 
HERE NOT INCLUDED.

1AT GOLD (29.17G)

SEES I DEES 10: MR. JIM BARRON INVOTCF TO: MR. JIM BARRON
MR. ROD MCCLEOD

. .. 
Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTIO'l & TESTl'lG SER\'ICES 

r~EPORT: R89-31914.t1 ( COMPLETE ) 

Cl JENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

NUMOFR OF LOUER 
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION 

1 Au Gold 17 0.ll02 OPT 

SAMPLE TYPES NUMBER 

17 

SIZE FRACTIONS 

Z OTHER DRILL TYPES 2 -150 

REMARKS: SAMPLES R89-577 15 20 THROUGH 30-35 
WERE NOT INCLUD[D. 
1AT GOLD (29.17G) 

MR. ROD MCCLEOD 

NUMBER 

17 

Geochemical 
Lab Report 

REftRtNCE INFO: NONE GIVEN 

SUOMTTTED BY: DARRON 
DATE PRINTED: 3 OCT 89 

METHOD 

Fire Assay 

SAMPI.E PREPARATIONS NUMBER 

ASSAY PREP 
SAMPI F PICKUP/MILE 

17 
1 



Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702(359-9330)

BC
BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31914.4
DATF PRINTH): 3-0CT-89
PROJECT: NONE GIVEN PAGE 1

SAMPLE EIFMENT Au
NUMBER UNITS OPT

12 R89-577 0-5 0.007
Z2 R89-577 5-10 0.004
12 R89-577 10-15 0.003
Z2 R89-577 35-40 0.020
72 R89-577 40 45 0.011

Z2 R89-577 45-50 0.006
12 R89-577 50 55 0.006
22 R89-577 55-60 0.011
Z2 R89-577 60-65 0.042

12 R89-577 65-70 0.002

Z2 R89-577 70-75 0.011
12 R89-577 75-80 0.002
Z2 R89-577 80 85 0.004
12 R89-577 85-90 0.005
12 R89-577 90-95 0.009

I 

I 

I 

C 

' ... 
Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

RFPORT: R89 31914.4 

~,MPLE El fMENT 
NUMBER UNITS 

n R89-577 n 5 
Z2 R89 -577 5 10 
Z2 R89-577 10 15 
72 R89-577 35 40 
72 R89 577 40 45 

Z2 R89-577 45 5n 
z2 RB9-577 5• 55 
Z2 R89-577 55-6n 
72 R89-577 60 65 
Z2 R89 577 65 70 

72 R89 577 70 75 
Z2 R89-577 75-Bn 
Z2 R89 577 80 8~ 
Z2 R89 577 85 ?n 

Au 
OPT 

0.007 
O.OOq 
0.003 
0.020 
0.011 

0.006 
0.006 
0.011 
0. 0112 
0.002 

0.011 
0.002 
0.004 
0.005 

BC 
BO DAR-CLEGG 

A Dl\'ISI0'-101 lt\CHC AP!: I\SPl:CTI0'-16. Tl:Sl I\Jt, Sl:R\ ICl::S 

Geochemical 
Lab Report 

DATF PRnm=o: 3 OCT 89 
PROJECT: NONE GIVEN PAGE l 

72 R89-577 90 95 0.009 I :__• _______________________________ _____. 

I 7? R89-577 95 1nn 0.017 
I I Z2 R89 577 tun 1ll'i 0.1109 



Geochemical

Lab Report

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

L 
l 

Bondar-CI~. Inc. 
625 lip1ce I-land Dr. 
Bmlding I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

REPORT: R89-31?14.4 

'.,l'lMrLE ELFMFNT 
NUMBER UNITS 

R89 577 40 45 
Duplicate 

R89 577 90-95 
Duplicate 

I 
I . 

L 

l 

BC 
BONDAR-CLEGG 

\ DI\ 1S10\ OF 1'-CHC. \PE I\SPECTIO\ &. IESTl'IC, ScR\ I( LS 

J'lu 
OPT 

0.011 
0.012 

0.009 
0.008 

Geochemical 
Lab Report 

OATF PRINTED: 3 QCT 8? 
PROJECT : NONE GJV[N PAGE ? 

-- 1 
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A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
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Bondar-Clegg, Inc.

625 Spice Island Dr. 
Building 1, Unit A 
Sparks, Nevada 89431 
702 (359-9330) BONDAR-CLEGG

Geochemical 

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89 31915.4 ( COMPLETE ) REFERENCE INFO: NONE GIUEN

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIOEN

SUBMITTED BY: BARRON 

DATE PRINTED: 6 OCT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 68 0,1.1(12 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 68 2 -150 67 ASSAY PREP 68
3 20+80 1 EXCESSIVE UFTNFSS/LB 929

SAMPLE PICKUP/MILE i

REMARKS: 1AT COLD (29.17G)

REPORT COPIES TO: MR. JIM BARRON 

.................. ..... MR. ROD HCCIFOD
INVOICE TO: MR. JIM BARRON

- -" 
Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTII\JG SER\' ICES 

REPORT: R8? 31915.4 ( COMPL[T[ l 

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

ORDrn ELEMFNT 

1 Au Gold 

SAMPLE TYPES 

Z OTHER DRILL TYPES 

NUMBER 

68 

l~EMARKS: 1AT GOI.D (29.17G) 

REPORT COPIFS TO: MR. JIM BARRON 
rll./ 1./1111 n1 I I HIil 

NUtmER OF LOWER 

R~FtRcNCE INFO: NONE GIVEN 

SUUMITTFO BY: BARRON 
DATE PRINTED: 6 OCT-89 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

68 n.un2 oPr 

SIZE FRACTIONS 

'2 -1sn 
3 20+8[1 

NIJMflER 

67 
1 

Firn Assay 

SAMPL[ PREPARATIONS NUMBFR 

ASSAY PREP 68 
EXCFSSIVF WFTNFSS/LB 929 
SAMPLE PICKUP/MILE 1 

IN~10TCF TO: Mf~ . ,JIM BARR ON 



Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC

BONDARCLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31915.4
DATE PRINTPO: 6 OCT 89
PROJECT: NONE GIVEN PAGE 1

SAMPLE ELFMENT Au SAMPlF EIEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

72 R89-577 105-110 0.024 Z2 R89-577 305-310 0.014
72 R89-577 11IM15 025 72 R89-577 310-315 0.023
72 R89-577 115-1211 0.013 Z2 R89-577 315-320 0.015
72 R89-577 120-125 029 72 R89-577 320-325 0.019
7.2 R89-577 125-13(1 013 Z2 R89-577 325-330 0.054

Z2 R89-577 130-135 0.005 22 R89-577 330 -335 0.011
7.2 R89-577 135 140 0.003 22 R89-577 335-340 0.019
72 R89-577 140-145 0.003 22 R89 577 340-345 0.005
22 R89-577 145-150 0.005 22 R89-577 345-350 0.004
22 R89-577 150-155 0.010 22 R89 -577 350 -355 0.023

22 R89-577 155-160 0.014 22 R89-577 355-360 0.010
22 R89-577 160-165 0.008 22 R89-577 360-365 0.012
Z2 R89-577 165-170 0.002 Z2 R89-577 365-370 0.006
72 R89 577 170-175 0.002 Z2 R89-577 370-375 0.003
72 R89-577 175-180 <0.002 22 R89-577 375-380 <0.002

Z2 R89-577 180-185 0.002 Z2 R89-577 380-385 <0.002
22 R89-577 185-190 0.004 22 R89-577 385-390 0.003
Z2 R89-577 190 195 0.006 Z2 R89-577 390-395 0.004
Z2 R89-577 195 200 0.004 22 R89-577 395-400 0.003
22 R89-577 200-205 0.002 22 R89-577 400-405 0.006

Z2 R89-577 205-210 0.005 22 R89-577 405-410 <0.002
72 R89-577 210-215 0.005 Z2 R89-577 410-415 0.004
Z2 R89-577 215-220 0.022 Z2 R89-577 415-420 <0.002
22 R89-577 220-225 0.010 22 R89-577 420-425 <0.002
Z2 R89-577 225-230 0.005 22 R89-577 425-430 0.002

Z2 R89-577 230-235 0.010 22 R89-577 430-435 0.002
22 R89-577 235-240 0.005 Z2 R89-577 435-440 <0.002
Z2 R89-577 240-245 <0.002 Z2 R89-577 440-445 <0.002
Z3 R89-577 245-250 0.023
22 R89-577 250-255 0.019

72 R89-577 280-285 0.014
72 R89-577 285-290 0.023
72 R89-577 290-295 0.009
Z2 R89-577 295-300 0.008
72 R89-577 300-305 D.007

- - - --~- ---

'I'., 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

[ R'PORT: R89 1191S.4 

'.iAMPL E rlfMfNT Au 
NUMRrR UNITS OPT 

Z2 R89-577 tl'i 110 n. n24 
72 R89-577 11n 115 n.n2s 
77 R89-577 115 12n n.nu 
z2 RB9 577 12n-12s n.nn 
12 R89-577 125 11~ n.nu 

12 R89 577 13n 135 n.nn'i 
72 R89 577 115 14n n.rm 
72 R89-577 1/in 1/i5 n. nn 3 
12 RB9-577 145 15n n. llll'i 
12 RB9 577 1sn 155 11. nm 

Z2 R89 577 155 16n n.n14 
Z2 R89 577 16n 165 n.nns 
72 R89 577 t{S t7n o.11n2 
72 R89 577 17fl 17'> n. nn2 
72 R89 'i 77 t 7'> 18n <n.Dn2 

Z2 R89 577 18fl 185 fl. flfl? 
12 R89-577 185 19fl n.11n4 
72 R89-577 19fl 195 n. nnr, 
7'2 R89 577 19'i 21:n n .II04 
12 R89-577 2nn 2ns n.r12 

Z2 R89-577 2115 21n O.tln5 
Z2 R89-577 21n 215 n.nns 
72 R89-577 215 22n n.n22 
12 R89 577 72fl 225 n.nrn 
Z2 R89-577 225 23(1 O.llll'i 

Z2 R89-577 23n 235 n. nm 
Z2 R89-577 235-24fl n .llll'i 
12 R89 577 21in-21i5 <n.11n2 
73 R89 577 245 25(1 0.023 
72 R89 577 250 7S5 0.019 

Z2 R89 577 255 2Gn 0.010 
72 R89 577 26fl 265 J.007 
Z2 R89 577 265 27n 0 .00'.i 
72 R89 577 27fl-275 D. OO'i 
72 R89-577 27'i 2~n <~.002 

72 R89-577 28fl ?85 0.014 
7~ R89 577 285 29[1 •.on 
72 R89-577 79n 295 0.009 
77 R89-577 295 3flfl D.0D8 
77 R89 577 1nn 1n'.i 0.007 

BC 
BONDAR-CLEGG 

.\ DI \ 1S10\ Of I\CHC \PE I\SPECTIO\ 8.. TESTI\C, ~LR\ ICES 

Geochemical 
Lab Report 

OATF PRINTFO: 6 OCT 89 
PROJECT: NONE GTUEN PAGf 1 

SAMPlf El [l'f[NT Au 
NUMBER UNITS OPT 

Z2 R89 577 305 11fl 0.['14 
Z2 R89 577 11fl 115 O.Q21 
72 R89 r77 115 32fl 0.01 'i 
12 R89 577 12n ~25 0.019 
Z2 R89-577 325 1111 D.O'i4 

Z2 R89 577 33n 115 0.011 
72 R89 577 335 140 0.019 
Z2 R89 577 14n 145 D.OWi 
Z2 ij89-577 345 ]Sn 0.004 
z2 RB9 s11 1~n 1s~ 0.021 

Z2 R89 577 355 16n D.010 
Z2 R89 577 36fl 365 0.012 
Z2 R89-577 365 170 D .•Of, 
Z2 R89 577 .7n 175 o.no1 
Z2 R89 577 175 180 <0.0(17 

Z2 R89 .577 JBn 185 <0 1PZ 
72 R89 577 185 39n 0.001 
Z2 R89 577 19fl ~95 0.004 
Z2 R89-577 395 411n 0. 00 I 
z2 R89 577 4nn 4n5 0.006 

zz RB? 577 4ns 4tn <0.002 
72 R89 577 4tn 415 0.00/, 
Z2 R89-577 415 42n <0.00? 
Z2 R89-577 li2fl-425 <0.007 
Z2 R89 577 425 41n 0.002 

Z2 R89 577 43fl 435 0.002 
Z2 R89 5 77 415 4•\n <•.••, 
Z2 R8? 577 44fl 4'i5 <0.002 



Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31915.4
-DOTE PRINTED:—6-A€T—89-
PROJECT: NONE GIVEN PACE 2

SAMPLE ELFMFNT Au SAflPI F ELFMFNT Au
NUMBER UNITS OPT NUMBER UNITS OPT

R89-577 130-135 0.005
Dup1 icate 0.005

R89-577 180-185 0.002
Duplicate 0.002

R89-577 240 245 <0.002
Duplicate <0.002

R89-577 290-295 0.009
Duplicate 0.009

R89-577 350-355 0.023
Duplicate 0.029

R89-577 400-405 0.006
Duplicate 0.004

' ' \. 
Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Spark~. Nevada 89431 
702 (359-9330) 

R[PORT: R89 11915.4 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

] 

I 
I 

I 

I 

I 
A 01v1s10N m INCHCAPE 1'isrrn10\I & n <; 11\/c, Sl'R\ 1crs I 

DATF PRINT~n: 6 oc, BY I 

C PROJFCT: NONE GJV[N PAGF 2 I I 
--------------------------=--=--=--=--=--=-~-=-~-=--=--=--=-~-=-~-=--=--=--=--=--=--=--=--=--=--=--=--=--=--=--=--=--=--=-~....J I 

'.;AMPLE E' fMFNT 
NUt"!BfR UN:TS 

R89 577 ! lfl 135 
Duplicate 

R89 577 18[1 185 
Oupl;cah' 

:<89 577 240 24'.i 
Oupl,1..<!tf'l 

R89 577 290 295 
Duplicate 

f<89 577 350 -355 
Duplicate 

R89 577 4Ufl-4Wi 
Dup I i ca le 

I 

L __ -

Au 
OPT 

0.005 
0.0Wi 

0.002 
0.00? 

<0.002 
<0.002 

0.D0'J 
0. 009 

0.071 
0.029 

0. 00(, 
a.no~ 

SAl':f'I' 
NIJMBf:R 

El E ~FNf 
UNITS 

Au 
OPT 



BARRON 25/09/89'TITLE 03-10-89 17:06:57 R89-31914.4 
'CLIENT BROHM MINING CORPORATION 

'PROJECT NONE GIVEN #SAMPLES: 17 REFERENCE: NONE GIVEN

'SPECIAL VALUES"
' IS Insufficient Sample"

' -9 No Value Recorded"
' Values above the upper limit are shown as -+-uplimt"

' Values below the lower limit are shown as -lolmt (ie not detected)

'DETERMINATIONS"

' ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS

' 01 Au FA OPT 17 0.002 999.90 Results

'SAMPLE PREPS"

' 40 SAMPLE TYPE=Z OTHER DRILL TYPES

" 41 P17= 17 ASSAY PREP II

" 42 P98 =

"REMARKS"

1 SAMPLE PICKUP/MILE II

" 50 SAMPLES

" 51 WERE NOT
" 52 1 AT GOLD

II * * * * II

R89-577 15-20

INCLUDED. 
(29.17G)

THROUGH 30-35

"FORMAT (A 8,1X , Al, Al,IX,A20 , 1 (1 X , A 7 , Al) ) "

"BEGIN " " Type " "Frac" "Sample ID" II Au

"19140001" " Z " ii 2 " "R89-577 0-5 II 0.007

"19140002" ii ^ ii 2 "R89-577 5-10 II 0.004

"19140003" " z " ii 2 » "R89-577 10-15 II 0.003

"19140004" "Z" " 2 " "R89-577 35-40 II 0.020
"19140005" II 2 •• ii 2 •• "R 8 9 — 5 7 7 40-45 II 0.011
"19140007" " z " n 2 n "R89-577 45-50 II 0.006

"19140008" II 2 11 "2" "R89-577 50-55 II 0.006

"19140009" " z " ii 2 *• "R89-577 55-60 II 0.011
"19140010" ii 2 " "2" "R89-577 60-65 II 0.042

"19140011" " Z " " 2 " "R89-577 65-70 II 0.002
"19140012" it ^ •• " 2 " "R89-577 70-75 II 0.011
"19140013" „Z" "2" "R89-577 75-80 II 0.002
"19140014" ii ^ •• ii 2 ** "R89-577 80-85 II 0.004

"19140015" "Z" ii 2 •• "R89-577 85-90 II 0.005

"19140016" ii ^ •• ii 2 ■■ "R89-577 90-95 II 0.009

"19140017" •| 2 M ii 2 •• "R89-577 95-100 II 0.017

"19140018"

"END"
ii 2 "2" "R89-577 100-105 II 0.009

II

Reported

4a o

II

"TITLE 03-10-89 17:06:57 R89-31914.4 
"CLIENT BROHM MINING CORPORATION 

BARRON 25/09/89" 
II 

"PROJECT NONE GIVEN #SAMPLES: 17 REFERENCE: NONE GIVEN 
"SPECIAL VALUES" 
II 

II 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit 
Values below the lower limit 

DETERMINATIONS" 

are 
are 

shown as 
shown as 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT 
01 Au FA OPT 17 0.002 999.90 

SAMPLE PREPS" 
40 SAMPLE TYPE=Z OTHER DRILL TYPES 
41 P17= 17 ASSAY PREP 
42 P98= 1 SAMPLE PICKUP/MILE 

'REMARKS" 
50 SAMPLES R89-577 15-20 THROUGH 30-35 
51 WERE NOT INCLUDED. 
52 lAT GOLD (29.17G) 

** ** ,, 
FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
BEGIN II "Type" "Frac" "Sample ID II 
19140001" II z II 2 "R89-577 0-5 II 

11 19140002" II z II 2 11 R89-577 5-10 II 

II 1914000 3 II II z II 2 "R89-577 10-15 II 

II 1914 000 4 II II z II 2 11 R89-577 35-40 II 

"19140005 II z II 2 "R89-577 40-45 II 

"19140007 II z II 2 "R89-577 45-50 II 

"19140008 II z "2 "R89-577 50-55 II 

"19140009 II z "2 "R89-577 55-60 II 

11 19140010 II z II 2 "R89-577 60-65 II 

"19140011 II z II 2 "R89-577 65-70 
11 19140012 II z II II 2 "R89-577 70-75 
"19140013 II z II II 2 "R89-577 75-80 
"19140014 II Z II II 2 "R89-577 80-85 
"19140015 II z II II 2 II 11 R89-577 85-90 
11 19140016 I II z II "2" "R89-577 90-95 
"19140017" II z II 11211 11 R89-577 95-100 
"19140018" II Z II "2" "R89-577 100-105 
II END II 

II 

+uplimt" 
- lolmt 

COMMENTS" 

(ie not detected)" 

Results Reported II 

II 

II 

II 

Au" 
0.007 
0.004 
0.003 
0.020 4 
0.011 
0.006 
0.006 
0.011 

II 

II 

II 

0.042 -
0.002 
0.011 
0.002 
0.004 
0.005 
0.009 
0.017 
0.009 

~S--4o 

f.&,O -..1.,5 

II 



BARRON 27/09/89"TITLE 06-10-89 17:10:00 R89-31915.4 

"CLIENT BROHM MINING CORPORATION 

"PROJECT NONE GIVEN #SAMPLES: 68 REFERENCE: NONE GIVEN

"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +-uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"

"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 68 0.002 999.90 Results Reported

"SAMPLE PREPS"

" 40 SAMPLE TYPE=Z

" 41 P17= 68

" 42 P64= 929

" 43 P98= 1

"REMARKS"

" 50 1 AT GOLD (29.17G)

II *** * II

OTHER DRILL TYPES 

ASSAY PREP
EXCESSIVE WETNESS/LB" 

SAMPLE PICKUP/MILE

II

FORMAT (A 8 . 1 x , Al, Al,IX,A20, 1(IX,A7 , Al) ) II

BEGIN " "Type " "Frac" "Samp 1e ID" " Au"

19150001" ii 2 H n 2 *• "R89-577 105-110 " 0.024 - IDS 'Ilf

1
19150002" ii 2 •• ii 2 " "R89-577 110-115 " 0.025

19150003" ii ^ " ii 2 "R89-577 115-120 " 0.013 > o

19150004" "Z" ii 2 " "R89-577 120-125 " 0.0 2 9__

19150005" ii 2 ii "2" "R 8 9 — 5 7 7 125—130 " 0.013

19150006" " Z " "2" "R89-577 130-135 " 0.005

19150008" " z " " 2 " "R89-577 135-140 " 0.003

19150009" "Z" " 2 " "R89-577 140-145 " 0.003

19150010" "Z" "2" "R89-577 145-150 " 0.005

19150011" ii 2 i* •i 2 •• "R89-577 150-155 " 0.010
19150012" "Z" ii 2 n "R89-577 155-160 " 0.014

19150013" "Z" "2" "R89-577 160—165 " 0.008

19150014" "Z" "2" "R89-577 165-170 " 0.002
19150015" " Z " "2" "R89-577 170-175 " 0.002
19150016" "Z" "2" "R89-577 175-180 " -0.002
19150017" ii 2 ii "2" "R89-577 180-185 " 0.002
19150018" "Z" "2" "R89-577 185-190 " 0.004

19150019" ii 2 n ii 2 n "R89-577 190-195 " 0.006

19150020" "Z" ii 2 n "R89-57 7 195-200 " 0.004

19150021" ii 2 H " 2 " "R89-577 200-205 " 0.002
19150022" "Z" "2" "R89-577 205-210 " 0.005

19150025" "Z" ii 2 n "R89-577 210-215 " 0.005

19150026" "Z" ii 2 " "R89-577 215-220 " 0.022 — 2.

19150027" ii 2 •• ii 2 n "R89-577 220-225 " 0.010
19150028" ii 2 ii n 2 " "R89-577 225-230 " 0.005

19150029" n 2 ii "2" "R89-577 230—235 " 0.010
19150030" ii 2 •* "2" "R89-577 235-240 " 0.005

19150031" ii 2 •• ii 2 H "R89-577 240-245 " -0.002
19150033" "Z" " 3 " "R89-577 245-250 " 0.023 - 1HS - IS'a

19150034" ii 2 H M 2 n "R89-577 250-255 " 0.019

19150035" ii 2 n ii 2 H "R89-577 255-260 " 0.010
19150036" ii 2 I* ii 2 " "R89-577 260-265 " 0.007

19150037" ii 2 •• "2" "R89-577 265-270 " 0.005

19150038" n 2 " " 2 " "R89-577 270-275 " 0.005

19150039" " Z " "2" "R89-577 275-280 " -0.002
19150040" " z " "2" "R89-577 280-285 " 0.014

19150041" "Z" "2" "R89-577 285-290 " 0.023-- - 3A0
19150042" ii 2 ii ii 2 •• "R89-577 290-295 " 0.009

19150043" ii 2 *• n 2 n "R89-577 295-300 " 0.008

19150044" "Z" H 2" "R89-577 300-305 " 0.007

19150045" ii 2 ii "2" "R89-577 305-310 " 0.014

19150046" "Z" " 2 " "R89-577 310-315 " 0.023s* X | o -
19150049" ii 2 •• ii 2 ii "R89-577 315-320 " 0.0151

jo1 Q_ .c>2&

n

"TITLE 06-10-89 17:10:00 R89-31915.4 
'CLIENT BROHM MINING CORPORATION 

BARRON 27/09/89" 

PROJECT NONE GIVEN #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

" 
68 REFERENCE: NONE GIVEN 

+uplimt" Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
-lolmt (ie not detected)" 

II 

II 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 68 0.002 999.90 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=Z 
41 P17= 68 
42 P64= 929 
43 P98= 1 

OTHER DRILL TYPES " 
ASSAY PREP II 

EXCESSIVE WETNESS/LB" 
SAMPLE PICKUP/MILE " 

REMARKS" 
50 1AT GOLD (29.17G) 

->t * * * II 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II 

19150001 
'19150002 
"19150003 
"19150004 
"19150005 
"19150006' 
"19150008 

Type" "Frac" "Sample ID" 
Z "2" "R89-577 105-110 
Z 2" "R89-577 110-115 
Z 2" "R89-577 115-120 
Z 2" "R89-577 120-125 
Z 2" "R89-577 125-130 
Z 2" "R89-577 130-135 
Z 2" "R89-577 135-140 

"19150009 I z 
"19150010 "Z 
II 1 9 1 5 0 0 1 1 II Z II 
II 19150012 II z II 
II 19150013 II z II 
II 19150014 z II 
"19150015 Z" 
II 19150016 II z II 
II 19150017 II z II 
II 19150018 II z II 
II 19150019 II z II 
II 19150 0 20 II z II 
II 1915 00 21 II z II 
II 1915 002 2 II z II 
II 19150 025 II z II 
II 1915 00 26 II II z II 
II 1915 0027 II II z II 
II 19150 0 28 II II z II 
II 1915 0 029 II II Z II 
II 19150 030 II II z II 
11 1915 0031 II 

II z II 
1915 0 0 33 II II z II 
19150034 "Z" 
19150035 11 Z 11 

19150036 "Z 
19150037 11 Z 
19150038 11 Z 
19150039 11 Z 
19150040 "Z 
19150041 11 Z 
19150042 11 2 • 
19150043 11 Z11 

19150044 11 Z 11 

19150045 11 Z11 

19150046 "Z 11 

1 q 1 5 A A 4 q 11 11 7 II 

'2 11 11 R89-577 140-145 
2 11 11 R89-577 145-150 
2" "R89-577 150-155 
2 11 11 R89-577 155-160 
2" 11 R89-577 160-165 
2" 11 R89-577 165-170 
2" "R89-577 170-175 
2 11 "R89-577 175-180 
2 11 "R89-577 180-185 
2 11 11 R89-577 185-190 
2" 11 R89-577 190-195 
2' 11 R89-577 195-200 
2 "R89-577 200-205 
2 "R89-577 205-210 
2 "R89-577 210-215 
2 11 R89-577 215-220 
2 "R89-577 220-225 
2 11 R89-577 225-230 
2 11 R89-577 230-235 
2" "R89-577 235-240 
2 11 "R89-577 240-245 
3 11 11 R89-577 245-250 
2" 11 R89-577 250-255 

11 2 11 "R89-577 255-260 
"2" 11 R89-577 260-265 
"2" "R89-577 265-270 
"2 11 "R89-577 270-275 
11 2" "R89-577 275-280 
"2" "R89-577 280-285 
"2" "R89-577 285-290 

2 11 "R89-577 290-295 
2 11 "R89-577 295-300 
2" "R89-577 300-305 
2 11 11 R89-577 305-310 
2 11 11 R89-577 310-315 
? 11 11 R89-577 315-3?0 

" 
II 

II 

II 

ti 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

" 
II 

ti 

II 

ti 

II 

ti 

II 

II 

II 

II 

II 

II 

.. :::~u~ .. 
0.013 
0.029 
0.013 
0.005 
0.003 
0.003 
0.005 
0.010 
0.014 
0.008 
0.002 
0.002 

-0.002 
0.002 
0.004 
0.006 
0.004 
0.002 
0.005 
0.005 

II 

l c '::,- - l 1-S° 

0.022 .._ ;2.l.f"-?,1.,1) 

0.010 
0.005 
0.010 
0.005 

-0.002 
0.023 - ;2_45-1,c;c 

0.019 
0.010 
0.007 
0.005 
0.005 

-0.002 
0.014 
0. 023 - )..'&'":> ~ ;)Cio 

0.009 
0.008 
0.007 
0.014 
0.0231.. ;,IC -"3°:'>o 
0.015 \ 

" 

" 



19150050" "Z" ii 2 •• "R89-

19150051" "Z" ii 2 •• "R8 9 —
19150052" "Z" ii 2 ii "R89-
19150053" ii ^ ii n 2 •• "R89-

19150054" H ^ n 11 2 11 " R 8 9 —
19150055" ii ^ •• "2" " R 8 9 -
19150056" ii 2 n "2" "R89-

19150058" ii 2 I* " 2 " " R 8 9 -
19150059" n 2 n ii 2 ii " R89-
19150060" ii 2 " ii 2 *' " R89 —

19150061 " n 2 *i " 2 " " R89-

19150062" n 2 H h 2 'I " R89-

19150063" n 2 " "2" "R89-

19150064" "Z" ii 2 " " R89-

19150065" "Z" "2" "R89-

19150066" " Z " ii 2 n "R89-

19150067" ii 2 " " 2 " "R89-

19150068" "Z" „ 2 " "R89-

19150069" "Z" "2" "R89-

19150070" ii 2 i* ii 2 " "R89-

19150073" ii 2 ii ii 2 ii "R89-

19150074" "Z" ii 2 '• " R 8 9 -
19150075" "Z" „ 2 " " R89-

19150076" "Z" " 2 " " R 8 9 —
19150077"

END"

"Z" n 2 *i " R 8 9 —

320-325 " 0.019

325-330 " 0.05 4^

330-335 " 0.011
335-340 " 0.019

340-345 " 0.005

345-350 " 0.004

350-355 " 0.023-

355-360 " 0.010

360-365 " 0.012

365-370 " 0.006

370-375 " 0.003

375-380 " -0.002

380-385 " -0.002

385-390 " 0.003

390-395 " 0.004

395-400 " 0.003

4 0 0 — 40 5 " 0.006

405-410 " -0.002

410-415 " 0.004

415-420 " -0.002

420-425 " -0.002

425-430 " 0.002

430-435 " 0.002

435-440 " -0.002

440-445 " -0.002

577

577

577
577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

577

19150050 11 II Z It 211 11 R89-577 320-325 II 
0.019J 

19150051 11 II z II 2 II 11 R89-577 325-330 II 0.054 
19150052 11 II Z II 2 11 R89-577 330-335 II 0.011 
19150053" II Z II 2 11 R89-577 335-340 It 0.019 
19150054" z II 2 11 R89-577 340-345 It 0.005 
19150055" Z' 2 11 R89-577 345-350 II 0.004 
19150056 11 z 2 11 R89-577 350-355 II 0.023 - ~c:;;o - ~s.S-
19150058" z 2 11 R89-577 355-360 II 0.010 
19150059" z 2 "R89-577 360-365 II 0.012 
19150060" z 2 11 R89-577 365-370 It 0.006 
19150061" z 2 "R89-577 370-375 II 0.003 
19150062" z 2 11 R89-577 375-380 II -0.002 
19150063" z 2 11 R89-577 380-385 II -0.002 
19150064 11 z 2 11 R89-577 385-390 II 0.003 
19150065 11 z 2 11 R89-577 390-395 II 0.004 
19150066" I z I 2 11 R89-577 395-400 II 0.003 
19150067" z 2 11 R89-577 400-405 II 0.006 
19150068" z 2 11 R89-577 405-410 II -0.002 
19150069 11 z 2 11 R89-577 410-415 II 0.004 
19150070 11 z 2 11 R89-577 415-420 II -0.002 
19150073 11 z 11211 "R89-577 420-425 II -0.002 
19150074 11 z II 211 "R89-577 425-430 II 0.002 

11 19150075 11 z 11211 "R89-577 430-435 II 0.002 
II 1915007 6 II z 11211 "R89-577 435-440 II -0.002 
II 1915007 7 II z 112 II 11 R89-577 440-445 II -0.002 
II END II 



BC
BONDAR-CLEGG

SUBMITTAL FORM LAB. REPORT NO'A 7

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

Please analyze by Assay (% ore grade) □ Geochemical (ppm, trace level) □

Comments

Type of Samples No. of 
Samples

Sample Numbers 
(Series) Elements to be Analyzed Remarks

/■win i T ?7:7' S177

N
- A f

(\
(.<?&) ' \

_J ('#<) TbrV )

v /

Total No. Samples____

No. Parcels in Shipment

Date Shipped

Date Rec’d at Bondar-Clegg

PLEASE CHECK ^ BELOW

Prepaid □ 
Collect □

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless 
marked below.

Return immediately □

Return collect after 60 days □

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu. ft.)

(]
71

Samples submitted by________

PULPS

Free storage until year end and then discarded unless 
marked below.

Return collect immediately □

Return collect at year end □

Results and Invoices To Be Sent To

□ Results

□ Invoice 
(for payment)

Shipment number □ Results

□ Invoice 
(copy)

Client project number

Purchase order number

□ Results

□ Invoice 
(copy)

Printed in Canada White - Send with Samples Yellow - Client Copy

I. 

BC 
BON DAR-CLEGG 

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blaine, WA. 98230 

Phone (604) 985-0681 
or (702) 331-1 813 
Fax (604) 985-1071 
Telex 04-352667 

SUBMITTAL FORM 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana 59801 
(406) 721 -4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

LAB. REPORT NO 

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561 -0909 

Please analyze by 
f" 

Assay(% ore grade) 0 Geochemical (ppm, trace level) • 
Comments 

Type of Samples No. of Sample Numbers Elements to be Analyzed Samples (Series) 

I ';( _,..,,.. 1- .,/ 1 I I ~ ,,'/) ; ; , , , I .- /f / 

X f 
(/-U/) 

(/,jJ'/)9\ 
I 

Total No. Samples ____________ _ Date Shipped _________ / ___ / _ ___ _ 

Date Rec'd at Bondar-Clegg __ (/_1/,_/_ /~/ __ l_tJ' ___ _ No. Parcels in Shipment _ _________ _ 

REJECTS 
(COARSE OVERSIZE) 

PLEASE CHECK v BELOW 

PULPS 

I I 

Remarks 

Prepaid • 
Collect • 

Free storage for 60 days and then discarded unless 
marked below. 

Free storage until year end and then discarded unless 
marked below. 

Return collect immediately 

Return collect a~ year end 

• 
• 

Return immediately 

Return collect after 60 days 

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu. ft.) 

C 

C 

• 

Samples submitted by ---'J'-----"--1 _1_;..__;vc:.._--'-l-' __ ,:__>Z_'____::,--~--

Shipment number _________________ _ 

Client project number ________________ _ 

Purchase order number 

Printed in Canada 

Results and Invoices To Be Sent To 

.,, ✓ ) 

1l ]/ - JI 1 I 

White - Send with Samples Yellow - Client Copy 

• Results 

• Invoice 
(for payment) 

D Results 

• Invoice 
(copy) 

• Results 

D Invoice 
(copy) 



BONDARCLEGG

SUBMITTAL FORM LAB. REPORT NO,.- fr

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702)331-1813 
Fax (604) 985-1071 
Telex 04-352667

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

Please analyze by Assay (% ore grade) □ Geochemical (ppm, trace level) □

Comments

Type of Samples

A
No. of 

Samples
Sample Numbers 

(Series) Elements to be Analyzed Remarks

ft )r /
//? {s'cfx - ? A? 7 .

if I m/ *C/(/^ / to ) hUL_______

X'/O W57
l /

Total No. Samples____

No. Parcels in Shipment

Date Shipped___________

Date Rec’d at Bondar-Clegg.
________________

Prepaid □ 
Collect □

PLEASE

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless 
marked below.

Return immediately

Return collect after 60 days

Store to January at a cost of $10/box 

(You will then be contactin' (approx. 1 cu. ft.)

Samples submitted by

CHECK ^ BELOW 

PULPS

Free storage until year end and then discarded unless 
marked below.

Return collect immediately □ 

— Return collect at year end □

□ Results and Invoices To Be Sent To

/

) X j J A □ Results

l'? !' ''j □ Invoice<£sJ / C U TVf / (for payment)

Shipment number □ Results

□ Invoice 
(copy)

Client project number

Purchase order number

□ Results

□ Invoice 
(copy)

Printed in Canada White - Send with Samples Yellow - Client Copy

· ·BC SUBMITTAL FORM LAB. REPORT NO. ~q, 

BONDAR·CLEGG 

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blaine, WA. 98230 

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana 59801 
(406) 721-4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

Please analyze by Assay(% ore grade) D 

Comments 

Type of Samples No. of ) Sample Numbers 
Samples (Series) 

I Ir r /J <-- y /\ v' --· ?1 ; -
";, /'.,)- I I)) 

I t.;,</0 /fL/7) 
, 

c/o Lerch Brothers 
4th Ave. W . at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561 -0909 

Geochemical (ppm, trace level) D 

Elements to be Analyzed Remarks 

,,.'7 / 

/-1l l__ 

Total No. Samples ____________ _ Date Shipped _______________ / _ _ 

Date Rec'd at Bondar-Clegg _____ /---,-/_1_/_/ _ _ ..J-1_ 

Prepaid • 
Collect • 

No. Parcels in Shipment __________ _ 

REJECTS 
(COARSE OVERSIZE) 

PLEASE CHECK .,.- BELOW 

PULPS 

! ' 
Free storage for 60 days and then d iscarded unless 
marked below. 

Return immed iately 

Return collect after 60 days 

Store to January at a cost of $10/box 

(You wil l then be contacted) (approx. 1 cu. ft. ) 

C 

D 

• 

Samples submitted by ---------'-_ ........ f_J__,_~~/J_(Jt_ ;1/l __ _ 
.......... 

Shipment number _________________ _ 

Client project number 

Purchase order number 

Printed in Canada 

Free storage unti I year end and then discarded unless 
marked below. 

Return collect immediately 

Return collect a~ year end 

Results and Invoices To Be Sent To 

/ 

I --

L I 

White • Send with Samples Yellow• Cl ient Copy 

• 
• 

• Resu lts 

• Invoice 
(for payment) 

• Results 

• Invoice 
(copy) 

• Results 

• Invoice 
(copy) 



Contractor Coordlnataa ^/iT'g’YO - 3 7/f 377^9.Profact 0 N -S' / (~) AJ

Drill Typo t)40lC nJ>/£ A\aX Air_ Caalng Paoth St»u

Hoi* Slz* Boaring Inclination °IO Dot* St*rt*d

Collar El*v-----------S'/ Final Danth O Dot* Cnrwplatad

Hoi* No. fix'?- SYR fsiit €"f)

8h*atot
""$/// (zrJar /Crasher fil'eA

Proparty

Hoi* 8urvoy*d.
j r
AJ A

Contractor L. ,1-Jl'J°) 
\J 

o,m Type ()40 I: _c,1~/r, Av\x Ai'r 
Hole Size __________ _ 

Collar Elev ·----~.....;;;..z:,_3/"---"S_-,_/ ___ _ 

• GRAPHIC LOGS 
V • .... 
• -:: l,L TERATION• -•••••• 
Cl • o •u••• ,.. . ·= 0 

Coordlnatea 45 ~70 - 3 7 If ;;J779q _34 £ Pro)ec1_£_x .... · ,..iJ ____ ,L)_N_s_, __ 'n .... N......_ _____ _ 

/,::;;;:-.r--. Cuing Oeoth ___________ State ____ .... /../ _______ _ 

Bearing __ -_-__ lncllnatlon - 9o 
O 

Oat• Start•d _________ _ 
_,....-A/\/ 

Flnal Oeoth ___ ~ ....... rr ...... Jr..._~------ Date Compl•t•d---------

UUWII HOlll 
lOeATION 

ROCK TYIJE 

GEOLOGIC NOTES 
DESCRIPTION 

QlUftllMJIOM 

Hole No.J2R"9- S-78 {ji'/e_ €"f) 
Sh••tbt ? . 
Proo•nyLJ, 1/f 1:-JCJr- /Ciu.s/4 f' r Arf',4 

- . J ( 
Hole 8urV4Dyed __ .... N ____ (\'------

MINERALIZATION 

.. 
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Contractor Coordinate* Protect Mol* No. <f ?“t> VS

Drill Tyoa . . Caalng Daoth State Sh*at_2 of 3

Mol* Slza . Bearing.............. Inclination Data Started Prooertv

Collar El#v. Final Daoth Data Comolatad Mol* Surveyed .

D
ftl

U
 CU

T
T

IN
G

I ' . -: \ ··. I/..,,,. .,_...,. 
~~1/" 
/' 

I 

\ 
' I 
\ . 
~ 11!111!: ! .umaa !l~le:! z 

Contractor 

Drlll Type 

Hole Size 

Collar Elev. 

Coordinate• 
____________ Protect _____________ _ 

Cuing Oeplh 
____________ State ____________ _ 

Bearing_ ._ lncnnatlo ·------ Oat• Started __________ _ 

Final Oeoth ____________ Date Completed ________ _ 

Hole No. /? to/-578 

Sheet£.c,t. 3 
Prooerty _________ _ 

Hole Surveyed _______ _ 

.. GRAPHIC LOGS uuW .. HOll 

l0CATl014 GEOLOGIC NOTES 
u .... 
a-: ALTERATION•-•••••• • • • ••.••• ... ·= 0 

.. ...... -
,c 2 -.. ... 
0 j • 

•::, ,. . -
DESCRIPTION MINERALllA llON 

AIDIBIIMJIA• 
..... , ••• 01 ......... , ••. . ~ u,u:a ••rt, ,,.,..1111,n •111 
"•""'"'· --· .. ··--· \ 

,i I 
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Contractor Coordinate* Protect h„,.n„ W-57 S.

Drill Tyoe Caalng Daoth State
Shaath ot

Molo Size.............................. Bearing Inclination Data Started Prooarty

Collar Elev. Final Daoth Data Comolatad Hole Surveyed

D
R

IL
L

 CU
T

T
IN

G

I 
l 
\ 
I 

\ 
-

Contractor _________ -,.-_ 

Drill Type ___________ _ 

Hole Size ___________ _ 

Collar Elev. __________ _ 

.. GRAPHIC LOGS 
u ..... 
• ~ ALTERATION•-••·••• 
4 • • •••••• 
• • 
!~ 
0 

.. ... .., 
C ~ -.. ... 

; 

I 

O ., o .. :, .. . -. ~ 

l I 

Coorcllnatee ____________ Pro1ect ___________ -.-_ 

Caalng Depth ____________ State ____________ _ 

Bearing ____ lncllnatlo. ______ Oat• Started __________ _ 

Final Oeoth Date Comoleted ________ _ 

UUff" HOl.ll 

1.0CATIQM GEOLOGIC NOTES 
DESCRIPTION 

AIIJftllMJlQM 

Hole No. /?f1-57 8 
Sheet-3.ot 3 
Property _________ _ 

Hole Sun,eyed _______ _ 
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Bondar-Clegg, Inc.

625 Spice^ jnd Dr.
Building ill. ini A

SparTfsT Nevada 89431

702 (359-9330) BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Bondar-Clegg, Inc. 
625 Spic~ ~ '~d Dr. 
Building I f-11 A 
Sp ~. Nevada 89431 
702 (359-9330) 

+ 

OROHM MINING CORPORATION 
MR. ROD MCC LE OD 
PO BOX 485 
DEAD~OOD, SOUTH DAKOTA 
57732 

--------------- - ----------

BC 
BONDAR-CLEGG 

A Dl\1S10', OF INCH(/\PI:: 1:'JSPl::CTIW & TESTING SER\ ICLS 

+ + 

Geochemical 
Lab Report 



Geochemical

Lab Report

Bondar-Clegg, Inc.
625 Spice Island Dr. 

Building 1, Uii A 

Sparks,' Nevada 89431 

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31918.4 ( COMPLETE ) REFERENCE TNFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 11-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 45 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 45 2 -15(1 45 ASSAY PREP 45

SAMPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.17G)

REPORT COPIFS TO: MR. JIM BARRON 

MR. ROD MCCLEOD
INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
625 Spice Island Dr 
Building I, Ut \/ A 

par ~. Nevada 89431 
702 (359-9330) 

BC 
BO DAR-CLEGG 

Geochemical 
Lab Report 

I 
I 
I 

I 

I A Dl\1S10\ m I\CH( .\PL l',SPI-CIIO. &. H',Ti:\G SER\'IC l:S c- - REPORT: R89 31918.4 < COMPLETE l - _ ___,I II REFERENCE INFO: NONE GIVEN . 
L_ __________ _ 

PROJECT: NONE GIVEN 
SUUMITTEO OY: BARRON 
DATE PRINTED: 11-0CT 89 L CLIENT: BROHM MINING CORPORATION 

~~~~-==--==-~~~~~~================~ 
ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

Z OTHER DRILL TYPES 

NUMBER 

45 

REMARKS: 1AT GOLD (29.17Gl 

REPORT COPIFS TO: MR. JIM BARRON 
MR. ROD MCCLEOD 

NUMOFR OF LOUER 
ANALYSES DETECTION LIMIT EXTRACTION METHOD 

45 0.fl02 OPT 

SIZE FRACTIONS 

2 -15n 

NUMBER 

45 

Fire Assny 

SAMPLE PREPARATIONS NUMBER 

ASSAY PREP 
SAMPlf PICKUP/MILE 

INVOICE TO: MR. JIM OARRON 

45 
1 



Geochemical

Lab Report

Bondar-C'legg, Inc.
625 Spice Island Dr.

Building I, U»t A
SpafliS, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31918.4
DOTE PRINTED: 11-0CT-89
PROJECT: NONE GIVEN PAGE 1

SAMPLE ElEMENT Au SAMPI. E ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

Z2 R89-578 (1-5 0.004 Z2 R89-578 200-205 0.008
Z2 R89-578 5-10 <0.002 Z2 R89-578 205-210 0.017

12 R89-578 10-15 0.003 12 R89-578 210-215 0.003
Z2 R89-578 15-20 <0.002 12 R89-578 215-220 0.006

12 R89-578 20-25 <0.002 12 R89-578 220-225 0.002

12 R89-578 25-30 0.005
12 R89-578 30 35 <0.002
12 R89-578 35-40 <0.002
12 R89-578 40-45 <0.002
12 R89-578 45-50 <0.002

12 R89-578 50-55 <0.002
12 R89-578 55 60 <0.002
12 R89-578 60-65 <0.002
12 R89-578 65-70 <0.002
12 R89-578 70-75 0.002

12 R89-578 75-80 <0.002
12 R89-578 80-85 <0.002
12 R89-578 85 -90 <0.002
12 R89 -578 90-95 <0.002
12 R89-578 95 -100 <0.002

12 R89-578 100 105 <0.002
12 R89-578 105-110 0.016

Z2 R89-578 110-115 0.004
12 R89-578 115 -120 0.005

12 R89-578 120-125 0.006

12 R89-578 150-155 0.010
12 R89-578 155 -160 0.002
12 R89-578 160-165 0.002
12 R89-578 165-170 0.004

12 R89-578 170 175 0.008

12 R89-578 175180 0.004
12 R89-578 180-185 D.009
12 R89-578 185-190 0.130
12 R89-578 190195 0.013

12 R89-578 195-200 0.054

Bondar-C~, Inc. 
625 Spice bland Dr. 
Building I, L' , t A 
Spai . Nc~ada 89431 
702 (l 59-9330) 

C REPORT: R89-31918.4 

L SAMPLE ELEMENT 
NUMBER UNITS 

I 22 R89 578 O 5 
Z2 R89-578 5 10 
22 R89-578 10-15 
22 R89-578 15 20 
22 R89-578 20-25 

22 R89-578 25 30 
22 R89 578 3fl 35 
22 R89-578 35 40 
22 R89-578 40·45 

l 22 R89-578 45 50 

' 22 R89 578 50 55 
Z2 R89 578 55 60 
22 R89 578 60 i5 

l 12 R89-578 65 70 
22 R89 578 70-75 

Z2 R89-578 75-80 
22 R89 578 80-85 
22 R89-578 85 90 
22 R89 578 90 95 
22 R89-578 95 100 

Z2 R89 578 100 105 
Z2 R89-578 105-110 
22 R89 578 110-115 
Z2 R89 578 115-120 
22 R89 578 120-125 

Z2 R89 578 125-130 
22 R89 578 130 135 
22 R89-578 135-140 
22 R89-578 140 145 
22 R89-578 145-150 

22 R89 578 150 155 
Z2 R89 578 155 160 
22 R89-578 160 165 
72 R89-578 165 170 
22 R89-578 170 175 

22 R89-578 175 180 
22 R89 578 1RO 185 
2? R89 578 185 190 
22 R89 578 19U 195 
22 R89-578 195. 200 

- - - ----------------------------- --- -

Au 
OPT 

0. [104 
<0.002 
0.1103 

<0.002 
<0 .1102 

o.oos 
<0.002 
<0.002 
<0.002 
<0.002 

<0.002 
<0.002 
<0.002 
<0.002 
0.00? 

<0 .002 
<0.002 
<0.002 
<0.002 
<0.002 

<0.002 
0.016 
0.004 
0.005 
0.006 

<0 .002 
0.003 
0.002 
0.002 
0.014 

0.010 
0.002 
0.002 
0.004 
0.008 

0.004 
0.009 
0.130 
0.013 
0.054 

BC 
BONDAR-ClfGG 

\ DI\ ISIO\ m I\CHC \Pl: I\SPECTIO\ &. TESTI\G SFR\ ICLS 

Geochemical 
Lab Report 

DATE PRINTED: 11-0CT-89 

SAMPI E 
NUMBER 

PROJECT : NONE GIVEN 

ElFMENT 
UNITS 

Au 
OPT 

22 RB9-578 2no 2n5 0.008 
22 R89-578 205-710 0.017 
22 R89-578 210 215 0.003 
Z2 R89-578 215 220 0.006 
22 R89-578 220-225 0.002 

PAGE 1 

7 



Geochemical

Lab Report

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Uuft A

Spaits; Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31918.4
DOTE PRINTED: 11-OCT-89
PROJECT: NONE GIVEN PAGE 2

SAMPLE ElEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

R89-578 40-45 <0.002
DupIicate <0.002

R89-578 150-155 0.010
Duplicate 0.010

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, UI'; A 
Sp s, Ne(ada 89431 
702 (359-9330) 

REPORT: R89 -31918.4 

SAMPLE ELEMENT 
NUMBER UNITS 

R89 -578 40-45 
Dup I i cate 

R89-578 150-155 
Duplicate 

R89 -578 20•-2Wi 
Dupli cate 

Au 
OPT 

<0.002 
<0.002 

0.010 
0.010 

0.008 
o.nn6 

BC 
BONDAR-CLEGG 

A DI \ ISION OF INCHCAPE INSPECTIO~ & TESTING SERVICES 

SAMPLE 
NUMBER 

Geochemical 
Lab Report 

DATE PRINTED· 11 -0CJ -89 
PROJECT: NONE GIVEN 

ELFMENT 
UNITS 

Au 
OPT 

PAGE 2 



Geochemical

Lab Report

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702(359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

BROHfl I1INTN6 CORPORATION 

MR. ROD MCCLEOD 

PO BOX 485

DEADUOOD, SOUTH DAKOTA 

57732

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Bu1lding I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

BROHM MINTNG CORPORATION 
MR. ROD MCCLEOD 
f'O BOX 485 
DEADWOOD, SOUTH DAKOTA 
57732 

BC 
BONDAR·CLEGG 

A DIVISION Ot INCHCAPE INSPECTION & TESTING SERVICl::S 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31919.4 ( COttPLETE ) REFERENCE INFO: BARRON

Cl IFNT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT NONE GIVEN DATE PRINTED: 6-0CT-89

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 55 0.0(12 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 55 2 -151) 55 ASSAY PREP 55

EXCFSSIVF UFTNFSS/L8 1047
SAMPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.17G)

REPORT COPIES TO: HR. JIM BARRON INVOICE TO: MR. JIM BARRON
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Geochemical 
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A DI\ IS IOS m ISCHCAPE I\SPECTIO\ &. TESTI\G SLR\ ICES 

REPORT: R89 11919.4 ( COMPLFTE ) 

C! IFNT: BROHM MINING CORPORATION 
PROJECT : NONE GIVEN 

ORDER fll=MENT 

1 Au Gold 

SAMPLE TYPFS NUMBER 

z OTHER DRILL TYr'Es 

R[MARKS: 1AT GOLD (29.17G) 

Rc~oRT COPIES Tn: ~R. JIM BARRON 
nh' h'IIIJ nr r'I <-1111 

NIJMOE-R OF L OWFR 

REFERENCE INFO: BARRON 

SUOMTTT D ~Y: 8ARRON 
DATE PRINTED: 6 OCT 89 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

5'i r.un2 OPT 

SIZE FRACTIONS 

2 150 

NIJMRl:R 

55 

SAMPLE PRLPARATIONS NUMBER 

ASSAY PREP '.i'.i 
EXCFSSIUF WFTNF~S/LB 1047 
SAMPLE PICKUP/MILE 1 

INUOTCF TO: MR. JIM DARRON 
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Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31919.4
DATE PRINTED: 6-OCT 89
PROJECT: NONE GIVEN PAGF 1

SAMPLE FI FMFNT Au SAMPI F ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

Z2 R89-578 225-230 0.005 Z2 R89-578 425-430 0.002
72 R89-578 230-235 0.008 12 R89-578 430-435 <0.002
7.2 R89-578 235-240 <0.002 Z2 R89-578 435-440 <0.002
77 R89-578 240 245 0.005 12 R89-578 440-445 <0.002
12 R89-578 245-250 0.009 12 R89-578 445-450 0.012

Z2 R89-578 250-255 0.003 Z2 R89-578 450-455 0.006
12 R89-578 255-260 0.005 12 R89-578 455-460 0.005
72 R89-578 260-265 0.003 Z2 R89-578 460-465 0.002
Z2 R89-578 265-270 0.003 12 R89-578 465-470 0.002
7.2 R89-578 270-275 0.002 Z2 R89-578 470-475 0.003

12 R89-578 275-280 0.004 Z2 R89-578 475-480 <0.002
7.2 R89-578 280 285 0.004 12 R89-578 480 -485 <0.002
Z2 R89-578 285-290 0.003 12 R89-578 485-490 <0.002
Z2 R89-578 290-295 0.006 12 R89-578 490-495 0.003
Z2 R89-578 295 300 0.002 12 R89-578 495-500 0.006

12 R89-578 375-380 <0.002
72 R89-578 380-385 <0.002
12 R89-578 385-390 <0.002
12 R89-578 390-395 <0.002
7.2 R89-578 395 -400 <0.002

12 R89-578 400-405 <0.002
Z2 R89-578 405-410 <0.002
17 R89-578 410-415 0.002
12 R89-578 415-420 0.002
7.2 R89-578 420 -425 0.003

... 
Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

Rf 0 0RT; R89 11919.4 

SAMPLE Fl FMFN1 
NUMBfR UNITS 

72 R89-578 225 23n 
72 R89-578 ?3n 235 
Z? R89 578 215 24rJ 
7? R89-578 ?4fl ?45 
Z2 R89-578 245 250 

Z2 R89·578 ?Sn 755 
72 R89-578 255 2611 
7? R89-578 ?6n 265 
Z2 R89-578 265 27n 
72 R89 578 27n 275 

z2 R89 578 21s 2en 
72 R89-578 28n 285 
Z2 R89 578 285 29n 
72 R89 578 ?9n 295 
Z2 R89-578 295 lflO 

z2 R89 578 1nn 1n5 
Z? RS9 578 lfl'i 310 
Z2 R89 578 31n 315 
Z2 R89-578 115 12n 
Z2 R89-578 32n 32'i 

Z2 R89-578 125 nn 
Z2 R89-578 33n 335 
Z2 R89-578 135 34n 
Z2 R89 578 1/ill 345 
72 R89-578 345 350 

Z2 R89 S78 l~n 35~ 
Z2 R89 578 155 i6n 
72 R89-578 16fl 365 
Z2 R89-578 365 170 
Z2 R89-578 17ll 375 

Z2 R89-578 17S 1sn 
72 R89-578 38n 385 
l?. R89 578 385 39n 
72 R89-578 3911395 
Z2 R89 578 39S 411n 

Z2 R89-578 40n-4•5 
Z2 R89 578 4115--410 
7? R89 578 'itn-415 
l2 R89 578 415 42n 
Z2 R89-578 42n 475 

Au 
OPT 

n.llfl'i 
n.nnB 

<ll .llfl2 
n.nns 
n.11119 

11.nn3 
n.llll'i 
11. nn3 
o. 11n1 
o.nn2 

n. 11n4 
n.nnt. 
n.llfl3 
n.nn6 
n. :in2 

<n.nn2 
<0.002 
<0.002 
<0.002 
<0.002 

<0.002 
<0.002 
<0.002 
<O.on2 
<0.002 

<0.0IJ? 
<0.002 
<0.002 
<0.00t 
<G.002 

<0.0[12 
<o.no2 
<0.002 
<0.002 
<0.00? 

<0.00t 
<0.002 
0.00? 
0.002 
0.003 

BC 
BONDAR-CLEGG 

,\ D1\'1510\ 01 l'sCHCAPf:: l'.\SPECTIO\ &. Tl.:S1 I\G SER\ IUS 

Geochemical 
Lab Report 

DATF PRI~TFn: 6 ocr 89 
PROJECT: NONE GIVEN PAGF 1 

SAl'IPI F fUrttNT Au 
NUMRER UNITS OPT 

Z2 R89 578 425 43n 0.00? 
Z2 R89-578 43n 435 <0.002 
Z2 R89 578 415 44n <0. Oll2 
l? R89 578 440 445 <0.00t 
Z2 R89 578 445 45n 0.017 

Z2 R89 578 4~0 455 0. oor, 
l2 R8CJ 'i78 455 4(,11 0. fl(]') 
Z2 R89 578 'i6fl 46S 0.00? 
Z2 R89-578 465 470 0.002 
Z2 R89 578 470 475 O.OOl 

Z2 R89-578 475-48n <0.002 
Z2 R89 578 480-'i85 <0.007 
Z2 R89 578 485-49n <0.002 
Z2 R89 578 49n 495 0.003 
22 RB9 578 495 svn C. 00(, 



Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31919.4
DATE PRINTU): 6-OCT-09
PROJECT: NONE GTVEN PAGE 2

SAMPLE ELEMENT Au SAMPI F El FMFNT Au
NUMBER UNITS OPT NUMBER UNITS OPT

R89-578 270-275 0.002
Duplicate <0.002

R89-578 320-325 <0.002
Duplicate <0.002

R89-578 380-385 <0.002
Dupl icate <0.002

R89-578 430 435 <0.002
Duplicate <0.002

R89-578 435-440 <0.002
Duplicate <0.002

R89-578 490-495 0.003
Duplicate 0.006

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

R[f'ORT: R89 1191.9 .4 

~.,AMPLE fLF Mr NT 
NUMRER UNITS 

R89-578 270 275 
Dup I i cate 

[{89 578 120 12.'i 
Dup I icate 

R89 578 380 385 
Dup I ica te 

R89 -578 430 ~35 
Duplicate 

R89-578 435 440 
Duplicate 

R89 578 490 -491 
Duplicate 

Au 
OPT 

n.002 
<0.00? 

<0.002 
<0.002 

<0.002 
<0.002 

<0.002 
<0.00? 

<0.002 
<0.00? 

0.110 3 
0. 00(, 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE: INSPECTION & TESTl"IG SERVICES 

SAMPI F 
NUMBER 

DATF PRINTFO: 6 0CT 89 
PROJFCT: NON[ GIVEN 

fl FMFNT 
UNITS 

Au 
OPT 

PAGF ? 



BARRON 25/09/89"TITLE 11-10-89 20:02:32 R89-31918.4 
"CLIENT BROHM MINING CORPORATION
"PROJECT NONE GIVEN #SAMPLES: 45 REFERENCE: NONE GIVEN
"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as -lolmt (ie not detected)

"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 01 Au FA OPT 45 0.002 999.90 Results Reported

"SAMPLE PREPS"

" 40 SAMPLE TYPE=Z OTHER DRILL TYPES

" 41 P17= 45 ASSAY PREP

" 42 P 9 8= 1 SAMPLE PICKUP/MILE

"REMARKS"

" 50 1AT GOLD (29.17G)

II A A A * II

"FORMAT (A 8,1X , A1 , A1,1X , A 2 0 , 1(IX , A7, Al) ) "

"BEGIN " " Type " "Frac" "Sample ID" " Au

"19180001" II 2 ii 2 i* "R89-578 0-5 II 0.004

"19180002" " Z " " 2 " "R89-578 5-10 II -0.002
"19180003" ii 2 »• " 2 " "R89-578 10-15 II 0.003

"19180004 " "Z" "2" "R89-578 15-20 II -0.002
"19180005" II 2 II "2" "R89-578 20-25 II -0.002
"19180006" " z " " 2 " "R89-578 25-30 II 0.005

"19180007" "Z" ii ^ " "R89-578 30-35 II -0.002
"19180008" "Z" "2" "R89-578 35-40 II -0.002
"19180009" " z " " 2 " "R89-578 40-45 II -0.002
"19180011" " z " ii 2 " "R89-578 45-50 II —0.002
"19180012" "Z" "2" "R89-578 50-55 II -0.002
"19180013" "Z" "2" "R89-578 55-60 II -0.002
"19180014" " z " " 2 " "R89-578 60-65 II -0.002
"19180015" " z " " 2 " "R89-578 65-70 II — 0.0 0 2
"19180016" "Z" ii 2 i* "R89-578 70-75 II 0.002
"19180017" II 2 11 "2" "R89-578 75-80 II -0.002
"19180018" ii 2 •• ii 2 n "R89-578 80-85 II -0.002
"19180019" II 2 11 n 2 n "R89-578 85-90 II -0.002
"19180020" "Z" "2" "R89-578 90-95 II -0.002
"19180021" II 2 II "2" "R89-578 95-100 II -0.002
"19180022" "Z" "2" "R89-578 100-105 II -0.002
"19180025" II 2 *1 ii 2 H "R89-578 105-110 II 0.016
"19180026" ii 2| ii ii 2 ii "R89-578 110-115 II 0.004

"19180027" " Z " " 2 " "R89-578 115-120 II 0.005

"19180028" "Z" "2" "R89-578 120-125 II 0.006
"19180029" "Z" ii 2 " "R89-578 125-130 II -0.002
"19180030" ii 2 ii n 2 ii "R89-578 130-135 II 0.003

"19180031" ii 2[ ii " 2 " "R89-578 135-140 II 0.002
"19180032" II 2 1* "2" "R89-578 140-145 II 0.002
"19180033" " z " " 2 " "R89-578 145-150 II 0.014

"19180034" ii 2 •• ii 2 •' "R89-578 150-155 II 0.010
"19180036" "Z" ii 2 n "R89-578 155-160 II 0.002
"19180037" " Z " •i 2 •• "R89-578 160-165 II 0.002
"19180038" ii 2 ii "2" "R89-578 165-170 II 0.004

"19180039" ii 2 i* 11 2 11 "R89-578 170-175 II 0.008
"19180040" " Z " ii 2 H "R89-578 175-180 II 0.004

"19180041" " z " "2" "R89-578 180-185 II 0.009

"19180042" "Z" n 2 H "R89-578 185-190 II 0.130

"19180043" "Z" 2 - "R89-578 190-195 II 0.013

"19180044" " Z " ii 2 •' "R89-578 195-200 II 0.0 5 4_

"19180045" " z " M 2 ii "R89-578 200-205 II 0.008

lb' @
£) (o b

"TITLE 11-10-89 20:02:32 R89-31918.4 
CLIENT BROHM MINING CORPORATION 

BARRON 25/09/89" 
II 

PROJECT NONE GIVEN #SAMPLES: 45 REFERENCE: NONE GIVEN 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(ie not detected)" 

01 Au FA OPT 45 0.002 999.90 Results Reported II 

SAMPLE PREPS" 
40 SAMPLE TYPE==Z 
41 P17== 45 

OTHER DRILL TYPES 
ASSAY PREP 

II 42 P98== 1 SAMPLE PICKUP/MILE 
II REMARK s II 
11 50 lAT GOLD (29.17G) 
II * * * * II 

"FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
"BEGIN " "Type" "Frac" "Sample ID" 
"19180001" Z" "2" "R89-578 0-5 
"19180002" Z" "2" "R89-578 5-10 
"19180003" 
II 1918000 4 II 

"19180005" 
II 1918000 6 II 

"19180007" 
II 19180 0 0 8 II 
"19180009" 
II 19180011 II 
II 19180012 II 
II 19180 013 II 

11 19180014 II 
II 19180015 II 
II 1918 0016 II 
'19180017" 
19180018" 
19180019" 
19180020 1 

19180021 
19180022 
19180025 
19180026 
19180027 
19180028 
19180029 

"19180030 
"19180031 
"19180032 

z II II 2 II 

Z II 2 
z II 2 
z II 2 
z II 2 
Z II 2 
z II 2 
z II 2 
Z II 2 
z II 2 
z t II 2 I 

z II II 2 
z II II 2 
z II II 2 

"R89-578 10-15 
"R89-578 15-20 
"R89-578 20-25 
"R89-578 25-30 
"R89-578 30-35 
11 R89-578 35-40 
"R89-578 40-45 

R89-578 45-50 
R89-578 50-55 
R89-578 55-60 
R89-578 60-65 
R89-578 65-70 
R89-578 70-75 
R89-578 75-80 

Z" "2 R89-578 80-85 
Z" "2 "R89-578 85-90 
Z' '2 "R89-578 90-95 
Z 2 "R89-578 95-100 

'Z 2 "R89-578 100-105 
Z 2 "R89-578 105-110 
Z 2" "R89-578 110-115 
Z 2" "R89-578 115-120 
z 
z 
z 
z 
z 

2" "R89-578 120-125 
2" "R89-578 125-130 
2" "R89-578 130-135 
2" R89-578 135-140 
2" R89-578 140-145 

"19180033 Z 2" R89-578 145-150 
"19180034' Z 2" R89-578 150-155 

19180036 Z 2" R89-578 155-160 
19180037 'Z '2" R89-578 160-165 
19180038 
19180039 
19180040 
19180041 
19180042 

"19180043 
"19180044 
"19180045 

z 
z 
z 
z 
z 
z 
z 
z 

2' 
2 
2 
2 
2 
2 

II 2 
II 2 

R89-578 165-170 
R89-578 170-175 
R89-578 175-180 

"R89-578 180-185 
"R89-578 185-190 
"R89-578 190-195 
"R89-578 195-200 
11 R89-578 200-205 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

Au" 
0.004 

-0.002 
0.003 

-0.002 
-0.002 

0.005 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0.016 
0.004 
0.005 
0.006 

-0.002 
0.003 
0.002 
0.002 
0.014 
0.010 
0.002 
0.002 
0.004 
0.008 
0.004 
0.009 

0.13 D 
0.013 
0.054 
0.008 

II 

II 



"19180046" "Z" "2" "R89-578 205-210 " 0.017 

"19180049" "Z" "2" "R89-578 210-215 " 0.003 

"19180050" "Z" "2" "R89-578 215-220 " 0.006 

"19180051" "Z" "2" "R89-578 220-225 " 0.002 

"END" '

11 19180046 11 II z II 112 II 11 R89-578 205-210 II 0.017 
II 1918 004 9 II II z II 11211 11 R89-578 210-215 II 0.003 
11 19180050 11 II z 11 II 211 11 R89-578 215-220 II 0.006 
II 191800 51 II II z II II 2 II 11 R89-578 220-225 II 0.002 
II END II 



BARRON 28/09/89"TITLE 06-10-89 15:07:42 R89-31919.4 

"CLIENT BROHM MINING CORPORATION 

"PROJECT NONE GIVEN #SAMPLES: 55 REFERENCE: BARRON

"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)

'DETERMINATIONS"

1 ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

1 01 Au FA
'SAMPLE PREPS"

' 40 SAMPLE TY P E = Z

1 41 P17= 55
' 42 P 6 4 — 10 4 7

1 43 P 9 8- 1
'REMARKS"
' 50 1AT GOLD (29.17G)

OPT 55 0.002 999.90 Results Reported

OTHER DRILL TYPES 

ASSAY PREP
EXCESSIVE WETNESS/LB"

SAMPLE PICKUP/MILE

H * * * * II

II

FORMAT (A 8 , IX 9 A 1 9 A1,1X , A 2 0 ,1(IX,A7,A1)) n

BEGIN " "Type " "Frac" "Sample ID" " Au

19190001" "Z" "2" "R89-578 225-230 " 0.005

19190002" " Z " "2" "R89-578 230-235 " 0.008

19190003" "Z" "2" "R89-578 235-240 " -0.002
19190004" "Z" "2" "R89-578 240-245 " 0.005

19190005" "Z" "2" "R89-578 245-250 " 0.009

19190006" "Z" "2" "R89-578 250-255 " 0.003

19190007" "2" "2" "R89-578 255-260 " 0.005

19190008" M j 11 "2" "R89-578 260-265 " 0.003

19190009" " 2 » H 2 M "R89-578 265-270 " 0.003

19190010" ii 2 11 " 2 H "R89-578 270-275 " 0.002
19190012" " Z " "2" "R89-578 275-280 " 0.004

19190013" M 2 n ii 2 ii "R89-578 2 8 0 — 2 8 5 " 0.004

19190014" "Z" "2" "R89-578 285-290 " 0.003

19190015" "Z" ,i 2 " "R89-578 290-295 " 0.006

19190016" ii 2 M ii 2 m "R89-578 295-300 " 0.002
19190017" M 2 M n 2 ,j "R89-578 300-305 " -0.002
19190018" " Z" H 2 n "R89-578 305-310 " -0.002
19190019" "Z" "2" "R89-578 310-315 " -0.002
19190020" "Z" "2" "R89-578 315-320 " -0.002
19190021" "Z" "2" "R89-578 320-325 " -0.002
19190022" "Z" ii 2 it "R89-578 325-330 " -0.002
19190025" "Z" "2" " R89-578 330-335 " -0.002
19190026" " Z " "2" "R89-578 335-340 " -0.002
19190027" "Z" "2" "R89-578 340-345 " -0.002
19190028" II 2 »■ " 2 " "R89-578 345-350 " -0.002
19190029" "Z" ii 2»» "R89-578 350-355 " -0.002
19190030" "Z" "2" "R89-578 355-360 " -0.002
19190031" II 2 11 " 2 M "R89-578 360-365 " -0.002
19190032" "Z" ii 2 m "R 8 9 — 5 7 8 365-370 " -0.002
19190033" II 2 M ii 2 "R89-578 370-375 " -0.002
19190034" II ^ M "2" "R89-578 375-380 " -0.002
19190035 " "Z" "2" "R89-578 380-385 " -0.002
19190037" "2" "2" "R89-578 385-390 " -0.002
19190038" "Z" "2" "R89-578 390-395 " -0.002
19190039" "Z" "2" "R89-578 395-400 " -0.002
19190040" ii z "2" "R89-578 400-405 " -0.002
19190041" " z " "2" "R89-578 405-410 " -0.002
19190042 " "Z" " 2 " "R89-578 410-415 " 0.002
19190043" "Z" " 2 " "R89-578 415-420 " 0.002
19190044" "Z" 11 2 M "R89-578 420-425 " 0.003

19190045" " Z" H 2 M "R89-578 425-430 " 0.002
19190046" "Z" 2" "R 8 9 — 5 7 8 430-435 " -0.002
19190049" M Z" ii 2 M " R 8 9 — 5 7 8 435-440 " -0.002

"TITLE 06-10-89 15:07:42 R89-31919.4 BARRON 28/09/89" 
'CLIENT BROHM MINING CORPORATION 11 

PROJECT NONE GIVEN #SAMPLES: 55 REFERENCE: BARRON 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

+uplimt" Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
-lolmt (ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 55 0.002 999.90 Results Reported 

SAMPLE PREPS" 

II 

II 

II 

40 SAMPLE TYPE=Z 
41 P17= 55 
42 P64=1047 
43 P98= 1 

OTHER DRILL TYPES " 
ASSAY PREP II 

EXCESSIVE WETNESS/LB" 
SAMPLE PICKUP/MILE " 

REMARKS" 
50 1AT GOLD (29.17G) 

**** II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN " "Type" 
19190001 II II z II 
19190002 II II z II 

'19190003" "Z" 
19190004 II II z II 
19190005 II II z II 
19190006 "Z" 
19190007 Z" 
19190008 Z" 
19190009 Z 

"19190010 Z 
"19190012 Z 
"19190013 I z 
11 19190014" Z 
"19190015" Z 
"19190016" Z 
11 19190017" Z 
"19190018" Z 
11 19190019" Z 
"19190020" Z 
"19190021 Z 
"19190022 Z 
"19190025 Z 
"19190026 Z 
"19190027 Z 
"19190028 Z 
"19190029 Z 
"19190030 Z 
"19190031 Z 
"19190032 Z 
"19190033 Z 
"19190034 "Z' 
"19190035' "Z 
"19190037' "Z 
"19190038 'Z 
I 19190039 z 

"Frac" "Sample ID" 
2" R89-578 225-230 
2" R89-578 230-235 
2" R89-578 235-240 
2" R89-578 240-245 
2" R89-578 245-250 
2" R89-578 250-255 
2" R89-578 255-260 
2" 'R89-578 260-265 
2" R89-578 265-270 
2" R89-578 270-275 
2" R89-578 275-280 
2" R89-578 280-285 

'2" R89-578 285-290 
"2" R89-578 290-295 
11 2 11 R89-578 295-300 
"2" R89-578 300-305 
11 2 R89-578 305-310 
11 2 R89-578 310-315 
"2 R89-578 315-320 
11 2 R89-578 320-325 
"2 11 R89-578 325-330 
"2 11 R89-578 330-335 
11 2 11 R89-578 335-340 
"2 11 R89-578 340-345 
11 2 11 11 R89-578 345-350 
11 2" "R89-578 350-355 
11 2 11 "R89-578 355-360 
11 2 11 "R89-578 360-365 

2" 11 R89-578 365-370 
2" 11 R89-578 370-375 
2" "R89-578 375-380 
2" "R89-578 380-385 
2" 11 R89-578 385-390 
2 11 "R89-578 390-395 
2" "R89-578 395-400 

19190040 
19190041 
19190042 
19190043 
19190044 
19190045 
19190046" 
19190049" 

Z 2" 11 R89-578 400-405 
Z '2 11 "R89-578 405-410 
Z 11 2 11 11 R89-578 410-415 
Z 11 2" 11 R89-578 415-420 
Z' 11 2 11 11 R89-578 420-425 
Z" 11 2 11 11 R89-578 425-430 
Z" 11 2 11 "R89-578 430-435 
Z11 "2" "R89-578 435-440 

II 

II 

II 

II 

II Au" 
0.005 
0.008 

-0.002 
0.005 
0.009 
0.003 
0.005 
0.003 
0.003 
0.002 
0.004 
0.004 
0.003 
0.006 
0.002 

-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0.002 
0.002 
0.003 
0.002 

-0.002 
-0.002 

II 

II 

II 



"19190050" "2" 
"19190051" "2" 

"19190052" "Z" 

"19190053" "Z" 

"19190054" "Z" 

"19190055" "Z" 

"19190056" "Z" 

"19190057" "Z" 

"19190058" "Z" 

"19190059" "Z" 

"19190060" "Z" 

"19190062" "Z" 

"END"

"2"

"2"

"2"

" 2 " 
ii ^ ••

"2" 
"2" 

ii 2 *• 

n 2 »■ 

n 2 *• 

M 2 •» 

"2"

n

it

R 8 9 —5 7 8 
R89-578 

R89-578 

R89-578 

R 8 9 — 5 7 8 
R89-578 

R89-578 

R89-578 

R89-578 

R89-578 

R89-578 

R 8 9 — 5 7 8

440-445

445-450

450-455

455-460

460-465

465-470

470-475

475-480

480-485

485-490

490-495

495-500

-0.002 
0.012 
0.006 

0.005 

0.002 
0.002 
0.003 

-0.002 
-0.002 
-0.002 

0.003 

0.006

"19190050 II z 2 R89-578 440-445 II -0.002 11 19190051 11z 2 R89-578 445-450 II 0.012 
"19190052 'Z 2 R89-578 450-455 II 0.006 
"19190053 z 2 R89-578 455-460 II 0.005 
''19190054 z 2 R89-578 460-465 II 0.002 
"19190055 z 2 R89-578 465-470 II 0.002 
11 19190 0 5 6 z II 2' R89-578 470-475 II 0.003 
"19190057 z II 2 II R89-578 475-480 II -0.002 
11 19190058 z II I 2 II 'R89-578 480-485 II -0.002 
"19190059 z II It 211 "R89-578 485-490 II -0.002 
"19190060 z11 It 211 11 R89-578 490-495 II 0.003 
"19190062 z II It 2 II 11 R89-578 495-500 II 0.006 
"END II 



SUBMITTAL FORM
BONDAR-CLEGG

LAB. REPORT NO.

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702)331-1813 
Fax (604)985-1071 
Telex 04-352667

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

Please analyze by Assay (% ore Geochemical (ppm, trace level) □

Comments

Type of Samples
f ^ A

No. of 
Samples

Sample Numbers 
(Series) , Elements to be Analyzed Remarks

33 XiH ■ d 7 /

Total No. Samples____

No. Parcels in Shipment

Date Shipped___________

Date Rec'd at Bondar-Clegg.
—

Prepaid □ 
Collect □

PLEASE CHECK ✓ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless 
marked below.

Return immediately □

Return collect after 60 days 

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu. ft.)

PULPS

Free storage until year end and then discarded unless 
marked below.

Return collect immediately □

Return collect at year end □

Results and Invoices To Be Sent To

Samples submitted by

□ Results

□ Invoice 
(for payment)

Shipment number □ Results

□ Invoice 
(copy)

Client project number

Purchase order number

□ Results

□ Invoice 
(copy)

Printed in Canada White - Send with Samples Yellow - Client Copy

, ' -
BC SUBMITTAL FORM LAB. REPORT NO. 

BON DAR-CLEGG 

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blaine, WA. 98230 

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana 59801 
(406) 721-4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

✓ 

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909 

Please analyze by Assay(% ore grade) • Geochemical (ppm, trace level) • 
Comments 

Type of Samples 
No. of Sample Numbers Elements to be Analyzed Remarks Samples _ (Series) 

' - I 

U1 . L Jtu~ , ;::; 1,1,(-f I / 
-....J I LJ 

(\ {o :)-) 
~ dd0-4~S0 

Total No. Samples ____________ _ Date Shipped -------~--~------

Date Rec'd at Bondar•Clegg __ f:: __ ~_1/_/ _______ _ No. Parcels in Shipment __________ _ 

PLEASE CHECK v BELOW 

PULPS 

Prepaid • 
Collect • 

REJECTS 
(COARSE OVERSIZE) 

Free storage for 60 days and then discarded unless 
marked below. 

Free storage until year end and then discarded unless 
marked below. 

Return immediately 

Return collect after 60 days 

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu . ft.) 

[j 

C 

D 

Return collect immediately 

Return collect at year end 

Results and Invoices To Be Sent To 

D 

D 

• Results 

Samples submitted by ________________ _ • Invoice 
(for payment) 

Shipment number ______________ ___ _ 

Client project number ________________ _ 

Purchase order number 

Printed in Canada White - Send with Samples Yellow - Client Copy 

• Results 

• Invoice 
(copy) 

• Results 

• Invoice 
(copy) 



7

BONDAR-CLEGG

SUBMITTAL FORM LAB. REPORT NO. j''&J/V

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604)985-1071 
Telex 04-352667

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

Please analyze by Assay (% ore grade)!,D Geochemical (ppm, trace level) □

Comments

Type of Samples No. of 
Samples

Sample Numbers 
(Series) Elements to be Analyzed Remarks

t'jOrf.Jd-

2 30 7f/-3 7Y'

230

Total No. Samples____

No. Parcels in Shipment

Date Shipped___________

Date Rec'd at Bondar-Clegg

Prepaid
Collect

PLEASE CHECK ✓ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless 
marked below.

Return immediately □

Return collect after 60 days □

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu. ft.)

PULPS

Free storage until year end and then discarded unless 
marked below.

Return collect immediately □

Return collect ah year end □

Results and Invoices To Be Sent To

□
□

□ Results

Samples submitted by
□ Invoice 
(for payment)

Shipment number □ Results

□ Invoice 
(copy)

Client project number

Purchase order number

□ Results

□ Invoice 
(copy)

Printed in Canada White - Send with Samples Yellow - Client Copy

BC SUBMITTAL FORM LAB. REPORT NO. I f-5. ~'j/o//</.f 

BON DAR-CLEGG 

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blaine, WA. 98230 

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana 59801 
(406) 721-4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

Please analyze by Assay (% ore grade) • 
Comments 

Type of Samples No. of Sample Numbers 
. Samples (Series) / 

¼r1-w<.:- - -tr~ l .t -->--- .,:?.22-, .2 3 0 

-v?s-- ,;.,-u~ -

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909 

Geochemical (ppm, trace level) • 

Elements to be Analyzed Remarks 

Total No. Samples ____________ _ Date Shipped -------------,-'------

Date Rec'd at Bondar-Clegg, _ _ '?,---,--1/_r_~--,--1/_Y __ /_' ___ _ 
Prepaid D 
Collect D 

No. Parcels in Shipment _____ _____ _ 

REJECTS 
(COARSE OVERSIZE) 

PLEASE CHECK v BELOW 

PULPS 

/ I 

Free storage for 60 days and then discarded unless 
marked below. 

Return immediately 

Return collect after 60 days 

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu. ft.) 

D 

D 

D 

Samples submitted by ________________ _ 

Shipment number _________________ _ 

Client project number 

Purchase order number 

Printed in Canada 

Free storage until year end and then discarded unless 
marked below. 

Return collect immediately 

Return collect a~ year end 

Results and Invoices To Be Sent To 

White - Send with Samples Yellow - Client Copy 

D 

D 

D Results 

D Invoice 
(for payment) 

D Results 

D Invoice 
(copy) 

D Results 

D Invoice 
(copy) 
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Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

5C
BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

------ --- -----------------------------------------
"' ... 

Bondar-Clegg, Inc. 
625 Sp1ct: Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

+ 

BROHM MINING CORPORATION 
MR. ROD MCCLEOD 
PO BOX 485 
DEAD~OOD, SOUTH DAKOTA 
57732 

BC 
BONDAR-CLEGG 
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Geochemical

Lab Report

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31913.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN

ClIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT NONE GIVEN DATE PRINTED: 2-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 49 0.UTI2 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

l OTHER DRILL TYPES 49 2 -151) 49 ASSAY PREP 49

SAMPI E PICKUP/MILE 1

REMARKS: 1AT GOLD (29.17G)

REPORT COPIES TO: MR. JIM BARRON 

MR. ROD MCCLEOD
INVOICE TO: MR. JIM BARRON

~ •- '• 

Bondar-Clegg, Inc. 
625 Spice I ,land Dr. 
Building I, Unit A 
Spar~s. Nevada 89431 
702 (359-9330) 

BC 
BO DAR-CLEGG 

------------ . I 

Geochemical 
Lab Report 

A DI\ ISION m INCH( APE-. INSPFCTIO'.'J & rESI ING SIR\ ICES 

REPORT: R89-31913.4 ( COMPLETE l 

ClIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

ORDER 

1 Au 

ELF.MF.NT 

Gold 

SAMPLE TYPES NUMBER 

7 OTHER DRILL TYPES 49 

R[MARKS: 1AT GOID (29.17Gl 

REPORT COPIES TO: MR. JIM BARRON 
MR. ROD MCCLEOD 

NUMBFR OF LO~ER 
ANALYSES DETECTION LIMIT EXTRACTION 

49 0.002 OPT 

SIZE FRACTIONS NUMBER 

2 -1sn 49 

REFERENCE INro: NONE GIVl:N 

SUOMTTTFO OY: BARRON 
DATE PRINTED: 2-0CT-89 

METHOD 

Fire Assay 

SAMPLE PRl:PARA TIONS NUMBER 

ASSAY PREP 
SAMPI f PICKUP/MILF 

49 
1 

INVOICF TO: MR. JIM BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31913.4
DOTE PRINTED: 2 OCT 89
PROJECT: NONE GIVEN PAGE 1

SAMPLE ELEMENT Au SAMPlF ELEMFNT Au
NUMBER UNITS OPT NUMBER UNITS OPT

12 R89-579 0-5 0.022 Z2 R89-579 180-185 0.007
12 R89-579 5-10 0.016 12 R89-579 185-190 0.008
12 R89-579 10 15 0.011 12 R89-579 190-195 D.006
12 R89-579 15-20 0.009 Z2 R89-579 195 -200 0.007

DUPLICATE 0.008 12 R89-579 200-205 0.015

12 R89 -579 20-25 0.006 Z2 R89-579 205-210 0.024
12 R89-579 25-30 0.008 12 R89-579 210-215 0.016
12 R89-579 30-35 D.005 12 R89-579 215-220 0.020
12 R89-579 35-40 0.004 Z2 R89-579 220- 225 0.021
12 R89-579 40-45 0.005 12 R89-579 225-230 0.015

12 R89-579 45-50 0.005 12 R89-579 230-235 0.016
12 R89-579 50-55 0.004 12 R89-579 235-240 \ 0.014
12 R89-579 55-60 0.014 DUPLICATE )

0.015
12 R89--579 60-65 o.on3 12 R89-579 240-245 0.010
12 R89-579 65-70 0.003

DUPLICATE 0.003
12 R89-579 70-75 0.005

12 R89 579 75-80 0.006
12 R89 579 80-85 0.008
12 R89-579 85-90 0.007

12 R89-579 90 95 0.007
12 R89-579 95-100 0.007

12 R89-579 100-105 0.007

12 R89 -579 105-110 0.005

12 R89-579 110-115 0.006

12 R89-579 115 -120 0.008
12 R89-579 120-125 0.008

12 R89-579 125-130 0.012
DUPLICATE 0.014^

12 R89-579 130-135 0.008

12 R89-579 135-140 0.008
12 R89--579 140-145 0.010
12 R89-579 145-150 0.008
12 R89-579 150-155 0.007
12 R89-579 155-160 0.007

12 R89-579 160-165 0.005
Z2 R89-579 165-170 0.005
12 R89--579 170-175 0.008
12 R89-579 175-180 0.008

DUPLICATE 0.008

..,_./ __._.,,, 
Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

REPORT: R89-31913.4 

SAMPLE EUMFNT 
NUMBER UNITS 

22 R89-579 0-5 
z2 R89-579 5-rn 
22 R89-579 10 15 
22 R89-579 15-20 

DUPLICATE 

Z2 R89-579 20-25 
22 R89-579 25-30 
22 R89-579 30-35 
22 R89-579 35-40 
22 R89-579 40-45 

Z2 R89-579 45-50 
z2 R89-579 sn-ss 
Z2 R89-579 55 60 
12 R89 579 60-65 
l2 R89-579 65-70 

DUPLICATE 
Z2 R89-579 70-75 
Z2 R89 579 75-80 
Z2 R89 579 80 85 
Z2 R89-579 85-90 

Z2 R89-579 90 95 
Z2 R89-579 95-100 
z2 R89-579 1un 10s 
Z2 R89-579 105-110 
Z2 R89-579 110-115 

Z2 R89-579 115 120 
Z2 R89-579 12fl-125 
Z2 R89-579 125-130 

DUPLICATE 
Z2 R89-579 130-135 

Z2 R89-579 135-140 
Z2 R89-579 140 145 
Z2 R89-579 145-150 
Z2 R89-579 150 155 
Z2 R89-579 155-160 

Z2 R89 579 160-165 
Z2 R89-579 165 170 
Z2 R89-579 170-175 
22 R89-579 175 180 

DUPLICATE 

Au 
OPT 

o.nn 
0.01(, 
0.011 
0.009 
0.[108 

0.006 
0.008 
o.on5 
O.U04 
• .nos 

o.nn5 
0.00/1 
0.014 
0.003 
0.003 

0.003 
0.005 
0.006 
0.008 
0.007 

0.007 
0.007 
0.007 
0.005 
0.006 

0.008 
0.008 
0.012 
0.014 
0.008 

0.008 
0 .010 
0.008 
0.007 
0.007 

0.005 
0.005 
0.008 
0.008 
0.008 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPFCTION & TESTING SERVICES 

Geochemical 
Lab_Report 

DATE PRINTFD: 2 9CT 89 
PROJECT: NONE GIVEN PAGE 1 

SAMPlF ELEMFNT Au 
NUMBER UNITS OPT 

Z2 R89-579 180-185 0.007 
Z2 R89-579 185-190 0.008 
Z2 R89-579 190 195 0.006 
Z2 R89-579 195-200 0.007 
Z2 R89-579 200-205 0.015 

Z2 R89-579 205-210 0. 024 
Z2 R89-579 210-215 0.016 
Z2 R89-579 215-220 0.020 
Z2 R89-579 220 225 0.021 
Z2 R89-579 225-230 0.015 

Z2 R89-579 230-235 0.016 
Z2 R89-579 235-240 0.014 

DUPl ICATF 0.015 
Z2 R89-579 240 245 0 .010 



BARRON 25/09/89"TITLE 29-09-89 18:00:28 R89-31913.4 

"CLIENT BROHM MININS CORPORATION 

"PROJECT NONE GIVEN #SAMPLES: 49 REFERENCE: NONE GIVEN

"SPECIAL VALUES"
" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)

"DETERMINATIONS"

" ELNAME METHO ECO
" 01 Au FA

"SAMPLE PREPS"

" 40 SAMPLE TYPE=Z

" 41 PI 7= 49

" 42 P98= 1

"REMARKS"
" 50 1 AT GOLD (29.17G)

H 11

UNI # S A M LOLMT UPLIMT COMMENTS"
OPT 49 0.002 999.90 Results Reported

OTHER DRILL TYPES 

ASSAY PREP 
SAMPLE PICKUP/MILE

II

II

FORMAT (A8 , IX , A1 , A1,1X , A 2 0 , 1(1X, A7,A1)) II

BEGIN " "Type " "Frac" "Sample ID" " Au

19130001" II ^ *• "2" "R89-579 0-5 1 0.022
19130002" ii 2 n "2" "R89-579 5-10 1 0.016
19130003" "Z" it 2 " "R89-579 10-15 1 0.011
19130004" "Z" n 2 i> "R89-579 15-20 1 0.009
19130006" ii 2 H "2" "R89-579 20-25 1 0.006

19130007" "Z" "2" "R89-579 25-30 1 0.008
19130008" "Z" ii 2 ii "R89-579 30-35 ’ 0.005

19130009" "Z" "2" "R89-579 35-40 1 0.004
19130010" " z " "2" "R89-579 40-45 1 0.005
19130011" "Z" ii 2 ii "R89-579 45-50 ' 0.005

19130012" " Z " H 2 " "R89-579 50-55 1 0.004
19130013" "Z" " 2 " "R89-579 55-60 ' 0.014

19130014" "Z" "2" "R89-579 60-65 ' 0.003

19130015" " z " "2" "R 8 9 — 5 7 9 65-70 1 0.003
19130016" ii 2 n n 2 ii "R89-579 70-75 ' 0.005

19130017" " z " ti 2 ii "R89-579 75-80 1 0.006
19130018" "Z" ii 2 •* "R89-579 80-85 ' 0.008

19130019" ii 2 n ii 2 H "R89-579 85-90 1 0.007

19130020" "Z" "2" "R89-579 90-95 1 0.007

19130021" " z " "2" "R89-579 95-100 ' 0.007

19130022" "Z" "2" "R89-579 100-105 ' 0.007

19130025" "Z" " 2 " "R89-579 105-110 1 0.005
19130026" ii 2 •* "2" "R89-579 110-115 ' 0.006

19130027" "Z" "2" "R89-579 115-120 1 0.008

19130028" ii 2 M "2" "R89-579 120-125 ' 0.008

19130029" " z " " 2 " "R89-579 125-130 1 0.012
19130031" " z " "2" "R89-579 130-135 ' 0.008

19130032" "Z" " 2 " "R89-579 135-140 ' 0.008

19130033" ii 2 •• ii 2 n "R89-579 140-145 ' 0.010
19130034" ii 2 ** n 2 ii "R89-579 145-150 ' 0.008

19130035" ii 2 •* ii 2 ii "R89-579 150-155 1 0.007

19130036" ii 2 n n 2 *i "R89-579 155-160 ' 0.007

19130037" ii 2 M "2" " R 8 9 — 5 7 9 160-165 ' 0.005

19130038" " Z " " 2 " "R89-579 165-170 1 0.005

19130039" ii z 1 * " 2 " "R89-579 170-175 1 0.008

19130040" "Z" "2" "R89-579 175-180 1 0.008

19130041"
" z " ii 2 i* "R89-579 180-185 1 0.007

19130042" ii 2 M " 2 " "R89-579 185-190 ' 0.008

19130043" ii 2 M ii 2 ** "R 8 9 — 5 7 9 190-195 ' 0.006

19130044" "Z" "2" "R89-579 195-200 ' 0.007

19130045" "Z" ii 2 n "R89-579 200-205 ' 0.015

19130046" "Z" "2" "R89-579 205-210 ' 0.024

19130049" "Z" "2" "R 8 9 — 5 7 9 210-215 ' 0.016

19130050" "Z" "2" " R 8 9 — 5 7 9 215-220 1 0.020

2to?-2-2.^
2©'(p fO^O

"TITLE 29-09-89 18:00:28 R89-31913.4 
"CLIENT BROHM MINING CORPORATION 

BARRON 25/09/89" 

"PROJECT NONE GIVEN #SAMPLES: 
"SPECIAL VALUES" 
" IS Insufficient Sample" 
" -9 No Value Recorded" 

II 

49 REFERENCE: NONE GIVEN 

+uplimt" " Values above the upper limit are shown as 
"Values below the lower limit are shown as -lolmt (ie not detected)" 
"DETERMINATIONS" 
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
" 01 Au FA OPT 49 0.002 999.90 Results Reported 

·"SAMPLE PREPS" 
" 40 SAMPLE TYPE=Z 

41 P17= 49 
OTHER DRILL TYPES 
ASSAY PREP 

42 P98= 1 
REMARKS" 

SAMPLE PICKUP/MILE 

50 1AT GOLD (29.17G) 
****II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 

'BEGIN" Type" 
"19130001 Z" 

"Frac" "Sample ID" 
2" "R89-579 0-5 

"19130002 Z" 
19130003 Z" 
19130004 Z" 
19130006 Z" 
19130007 Z" 

2" 'R89-579 5-10 
2" R89-579 10-15 
2" R89-579 15-20 
2" R89-579 20-25 
2" R89-579 25-30 

19130008 
19130009 
19130010 

'19130011 
19130012 
19130013 

z II 2 

Z 2 
Z 2 
Z 2 
Z II 2 
z II 2 

R89-579 30-35 
R89-579 35-40 
R89-579 40-45 

'R89-579 45-50 
"R89-579 50-55 
"R89-579 55-60 

19130014 I z 
19130015" "Z 
19130016" "Z 
19130017" "Z 
19130018" "Z 

'19130019" "Z 
II 19130020 II II z 

19130021" "Z' 
19130022" "Z 
19130025" "Z 
19130026" "Z 
19130027' "Z 
19130028 "Z 

"2" "R89-579 60-65 
"2" "R89-579 65-70 

2" "R89-579 70-75 
2" "R89-579 75-80 
2" "R89-579 80-85 
2" "R89-579 85-90 
2" "R89-579 90-95 
2" "R89-579 95-100 
2" "R89-579 100-105 
2" R89-579 105-110 
2" R89-579 110-115 
2" R89-579 115-120 
2 R89-579 120-125 

"19130029 "Z' "2 
II 19130031 II Z II II 2 
II 19130032 II z II II 2 
II 19130033 II Z II 2 
II 1913003 4 II z II 2 
"19130035 Z" 2 
"19130036 Z" 2' 
"19130037 Z" 2 
"19130038 Z" 2 
"19130039 Z" 2 
"19130040 
"19130041 
"19130042 
"19130043 
"19130044 
"19130045 
"19130046 
"19130049 
"19130050" 

Z II 11 2 
z II II 2 
z II I 2 
Z II 2 1 

II z II 2 II 
II z II 2" 
II z II 2" 
II z II 2" 
11 z II 2 II 

R89-579 125-130 
R89-579 130-135 

'R89-579 135-140 
R89-579 140-145 
R89-579 145-150 
R89-579 150-155 
R89-579 155-160 
R89-579 160-165 
R89-579 165-170 
R89-579 170-175 
R89-579 175-180 
R89-579 180-185 
R89-579 185-190 
R89-579 190-195 
RB9-579 195-200 
R89-579 200-205 
R89-579 205-210 
R89-579 210-215 
R89-579 215-220 II 

II 

II 

II 

II 

Au" 
0.022 
0.016 
0.011 
0.009 
0.006 
0.008 
0.005 
0.004 
0.005 
0.005 
0.004 
0.014 
0.003 
0.003 
0.005 
0.006 
0.008 
0.007 
0.007 
0.007 
0.007 
0.005 
0.006 
0.008 
0.008 
0.012 
0.008 
0.008 
0.010 
0.008 
0.007 
0.007 
0.005 
0.005 
0.008 
0.008 
0.007 
0.008 
0.006 
0.007 
0.015 

0.0241 
0.016 
0.020 

II 

D-S 

II 

II 



'‘19130051" "Z" "2" "R89-579 220-225 " 0.021J

"19130052" "Z" "2" "R89-579 225-230 " 0.015

"19130053" "Z" "2" "R 8 9 — 5 7 9 230-235 " 0.016
"19130054" "Z" "2" "R89-579 235-240 " 0.014

"19130056" "Z" "2" "R89-579 240-245 " 0.010

"END"

11 19130051 11 II z II 11211 11 R89-579 220-225 II 0.021.J 
11 19130052 11 11 z II II 211 11 R89-579 225-230 II 0.015 
11 19130053 11 11 Z II II 2 II 11 R89-579 230-235 II 0.016 
11 19130054 11 II Z II 112 II 11 R89-579 235-240 II 0.014 
"19130056 11 II z II 112 II 11 R89-579 240-245 II 0.010 
II END II 



BC
BONDAR-CLEGG

SUBMITTAL FORM lab, report no. •■■7- -y. i

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604)985-1071 
Telex 04-352667

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

Please analyze by Assay (% ore grade) □ Geochemical (ppm, trace level) □

Comments

Type of Samples

A A
No. of 

Samples
Sample Numbers 

(Series) Elements to be Analyzed Remarks

IWh^tML ^9
Q

* r

fn-3~ )

Total No. Samples.

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Shipped

Date Rec’d at Bondar-Clegg

PLEASE CHECK ^ BELOW 

PULPS

Prepaid □ 
Collect □

Free storage for 60 days and then discarded unless 
marked below.

Return immediately

Return collect after 60 days 

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu. ft.)

Samples submitted by

□

□

□

Free storage until year end and then discarded unless 
marked below.

Return collect immediately 

Return collect at year end

Results and Invoices To Be Sent To

□

□

□ Results

□ Invoice 
(for payment)

Shipment number □ Results

□ Invoice 
(copy)

Client project number

Purchase order number

□ Results

□ Invoice 
(copy)

Printed in Canada White - Send with Samples Yellow - Client Copy

BC SUBMITTAL FORM LAB. REPORT NO. { fi--111/ =s 1 

BONDAR-CLEGG 

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blaine, WA. 98230 

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana 59801 
(406) 721-4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

Please analyze by Assay(% ore grade) • 
Comments 

11 
/\ Type of Samples 

No. of Sample Numbers 
Samples (Series) 

//)11 h .u. 1 Jr ., .Ly 1/ J (</ "") 1$· 
(\ I 

(;-<;-') 
_, 

,...2 "½Q -,;?--/:)--

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909 

Geochemical (ppm, trace level) • 

Elements to be Analyzed Remarks 

Total No. Samples ____________ _ Date Shipped --------'----------
Prepaid • 
Collect • 

No. Parcels in Shipment __________ _ Date Rec'd at Bondar-Clegg,_....;~:....,L"---'/---'-l ..;:.1/.--"--J-?.;.....L</ ____ _ 
I I 

PLEASE CHECK v BELOW 

PULPS REJECTS 
(COARSE OVERSIZE) 

Free storage for 60 days and then discarded unless 
marked below. 

Free storage until year end and then discarded unless 
marked below. 

Return immediately 

Return collect after 60 days 

Store to January at a cost of $10/box 

(You will then be contacted) (approx. 1 cu . ft.) 

C 

C 

D 

Samples submitted by _ /-"<-.)=--_/--'--'/ ~'-'--'/;c_;_/-..c.:..J,,,_~-------

Shipment number _________________ _ 

Client project number 

Purchase order number 

Printed in Canada 

Return collect immediately 

Return collect at year end 

Results and Invoices To Be Sent To 

I )1/ I !1, t 
.... 

White - Send with Samples Yellow - Client Copy 

D 

D 

• Results 

• Invoice 
(for payment) 

D Results 

• Invoice 
(copy) 

• Results 

• Invoice 
(copy) 


